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This information is a general guide for the selection of a suitable gasket material. The substances listed above are evaluated for their effect on gasket materials at ambient temperature  -40°C (-40°F) 
to 38°C (100°F) unless stated otherwise. For unusual conditions of fluid concentration, internal pressures or temperature or applications not listed above, consult your local representative. This  
evaluation is based on laboratory or field tests or experience; however, no guarantee can be given as to the actual performance experienced by the end user. If you have questions regarding a specific 
application, please email tech@trianglefluid.com.  
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